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SECTION 02373M 

 

RIPRAP 
 
 
Delete Article 2.1, Paragraph C and replace with the following: 
 
2.1 AGGREGATE 
 

C. Maximum 16 percent weighted loss per AASHTO T 104.  Testing may be waived 
by the Engineer based on previous history or testing with the proposed aggregate 
source. 
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